Last ASTM Designation: C 883 - 89

Standard Test Method for
Effective Shrinkage of Epoxy-Resin Systems Used With
Concrete

This test method covers the determination of the effective shrinkage occurring during the curing of epoxy resin systems, and
is intended for laboratory use.

Formerly under the jurisdiction of ASTM Committee C-9 on Concrete and Concrete Aggregates, this test method was
withdrawn in October 1997.
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