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Attempt all questions.  
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Question # 1                                                                                                 

 

A Briefly explain  Classification of causes of concrete 

deterioration. 

1. Frost Action 

2. Effect of fire 

3. Sulphate attack 

4. Alkali-Aggregate Reaction 

10 

B What are the Effect of Cement Characteristics on 

Strength and Heat of Hydration explain briefly. 

10 

 

Question # 2                                                                                                

 

A Define Admixture.when concrete admixture is  

used? And explain briefly it’s types  

 

10 

B Explain   following  

1.slump test  

2.conpaction factor test  

3.flow test  

4.kelly ball test  

5.vee bre test  

10 

 

Question # 3                                                                                                 

 

A Define and explain briefly  

1.batching.         3.transporting 

2.mixing.           4.placing 

5.compacting.    6.curing 

 

 

5 

B Define Segregation in concrete and factor causing 

segregation in concrete  

5 



 


